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OVERWEIGHT/KG 113

REPORT COPIES TO: 2202 ARROYO DR INVOICE TO: 2202 ARROYO DR

********************************************************************************
This report must not be reproduced except in full. The data presented in this 

report is specific to those samples identified under "Sample Number" and is 

applicable only to the samples as received expressed on a dry basis unless

.............  ^.'.Qthe.rwise/.indi.ca.ted..........

********************************************************************************

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

Intertek Testing Services 
Bondar Clegg 

CORPORA TI ON 
DATE RECEIVED: 25-NOV-98 

REFERENCE: 

Geochemical 
Lab 
Report 

SUBMITTED BY: D. ALEXANDER 

DATE 
APPROVED ORDER ELEMENT 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION METHOD 

981126 AuGrav Gold (Grav.) 94 0.005 OPT FIRE ASSAY FIRE ASSAY 

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER 

Q OTHER DRILL TYPES 94 2 -150 

REPORT COPIES TO: 2202 ARROYO DR 

94 CRUSH/SPLIT & PULV. 
OVERWEIGHT/KG 

INVOICE TO: 2202 ARROYO DR 
******************************************************************************** 

This report must not be reproduced except in full. The data presented in this 
report is specific to those samples identified under "Sample Number" and is 
applicable only to the samples as received expressed on a dry basis unless 

················································ otherwise iiidfciife,r·· 

******************************************************************************** 

Bondar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 

94 
113 



Intertek Testing Services
Bondar Clegg

Geochemical
Lab
Report

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V98-25294.0 ( COMPLETE ) DATE RECEIVED: 25-NOV-98 DATE PRINTED: 27-NOV-98 PAGE 1 OF 4

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1084 0-5 0.016 Q2 R98-1084 200-205 0.026

Q2 R98-1084 5-10 <0.005 Q2 R98-1084 205-210 <0.005

Q2 R98-1084 10-15 0.011 02 R98-1084 210-215 <0.005

Q2 R98-1084 15-20 0.007 Q2 R98-1084 215-220 <0.005

Q2 R98-1084 20-25 <0.005 Q2 R98-1084 220-225 <0.005

02 R98-1084 25-30 0.007 Q2 R98-1084 225-230 <0.005

Q2 R98-1084 30-35 0.010 Q2 R98-1084 230-235 <0.005

02 R98-1084 35-40 <0.005 Q2 R98-1084 235-240 <0.005

Q2 R98-1084 40-45 0.011 Q2 R98-1084 240-245 <0.005

Q2 R98-1084 45-50 <0.005 Q2 R98-1084 245-250 <0.005

Q2 R98-1084 50-55 <0.005 Q2 R98-1084 250-255 <0.005

Q2 R98-1084 55-60 <0.005 Q2 R98-1084 255-260 <0.005

Q2 R98-1084 60-65 <0.005 Q2 R98-1084 260-265 <0.005

Q2 R98-1084 65-70 0.008 Q2 R98-1084 265-270 0.020

Q2 R98-1084 70-75 <0.005 Q2 R98-1084 270-275 <0.005

Q2 R98-1084 75-80 <0.005 Q2 R98-1084 275-280 <0.005

Q2 R98-1084 80-85 <0.005 Q2 R98-1084 280-285 <0.005

Q2 R98-1084 85-90 <0.005 Q2 R98-1084 285-290 <0.005

Q2 R98-1084 90-95 <0.005 Q2 R98-1084 290-295 0.028

Q2 R98-1084 95-100 0.009 Q2 R98-1084 295-300 <0.005

02 R98-1084 100-105 0.010 Q2 R98-1084 300-305 <0.005

02 R98-1084 105-110 <0.005 Q2 R98-1084 305-310 <0.005

02 R98-1084 110-115 0.007 Q2 R98-1084 310-315 <0.005

Q2 R98-1084 115-120 0.008 Q2 R98-1084 315-320 <0.005

Q2 R98-1084 120-125 <0.005 02 R98-1084 320-325 <0.005

02 R98-1084 125-130 0.023 Q2 R98-1084 325-330 <0.005

02 R98-1084 130-135 0.102 Q2 R98-1084 330-335 <0.005

Q2 R98-1084 135-140 0.037 Q2 R98-1084 335-340 <0.005

Q2 R98-1084 140-145 0.055 Q2 R98-1084 340-345 0.024

Q2 R98-1084 145-150 0.028 Q2 R98-1084 345-350 <0.005

02 R98-1084 150-155 0.013 Q2 R98-1084 350-355 <0.005

Q2 R98-1084 155-160 <0.005 Q2 R98-1084 355-360 <0.005

Q2 R98-1084 160-165 0.007 Q2 R98-1084 360-365 <0.005

02 R98-1084 165-170 <0.005 Q2 R98-1084 365-370 <0.005

Q2 R98-1084 170-175 <0.005 Q2 R98-1084 370-375 0.012

Q2 R98-1084 175-180 <0.005 Q2 R98-1084 375-380 0.009

Q2 R98-1084 180-185 0.007 Q2 R98-1084 380-385 <0.005

Q2 R98-1084 185-190 <0.005 Q2 R98-1084 385-390 <0.005

Q2 R98-1084 190-195 <0.005 Q2 R98-1084 390-395 <0.005

Q2 R98-1084 195-200 0.010 Q2 R98-1084 395-400 <0.005

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071

Intertek Testing Services 
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02 R98-1084 20-25 
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02 R98-1084 45-50 

02 R98-1084 50-55 
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02 R98-1084 65-70 
02 R98-1084 70-75 

02 R98-1084 80-85 
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02 R98-1084 95-100 

02 R98-1084 100-105 
02 R98-1084 105-110 
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02 R98-1084 120-125 

02 R98-1084 125-130 
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02 R98-1084 135-140 
02 R98-1084 140-145 
02 R98-1084 145-150 

02 R98-1084 150-155 
02 R98-1084 155-160 
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02 R98-1084 165-170 
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02 R98-1084 185-190 
02 R98-1084 190-195 
02 R98-1084 195-200 
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<0.005 
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0.010 

DATE RECEIVED: 25-NOV-98 
PROJECT: NONE GIVEN1 

DATE PRINTED: 27-NOV-98 
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UNITS OPT 

02 R98-1084 200-205 
02 R98-1084 205-210 
02 R98-1084 210-215 
02 R98-1084 215-220 
02 R98-1084 220-225 

02 R98-1084 225-230 

02 R98-1084 230-235 
02 R98-1084 235-240 
02 R98-1084 240-245 
02 R98-1084 245-250 

02 R98-1084 250-255 
02 R98-1084 255-260 
02 R98-1084 260-265 
02 R98-1084 265-270 
02 R98-1084 270-275 

02 R98-1084 275-280 
02 R98-1084 280-285 

02 R98-1084 285-290 
02 R98-1084 290-295 
02 R98-1084 295-300 

02 R98-1084 300-305 
02 R98-1084 305-310 
02 R98-1084 310-315 
02 R98-1084 315-320 

02 R98-1084 320-325 

02 R98-1084 330-335 
Q2 R98-1084 335-340 
02 R98-1084 340-345 
02 R98-1084 345-350 

02 R98-1084 350-355 
02 R98-1084 355-360 
02 R98-1084 360-365 
02 R98-1084 365-370 

02 R98-1084 380-385 
02 R98-1084 385-390 
02 R98-1084 390-395 
02 R98-1084 395-400 

Bondar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 

0.026 
<0.005 
<0.005 
<0.005 
<0.005 

<0.005 
<0.005 
<0.005 
<0.005 
<0.005 

<0.005 
<0.005 
<0.005 

0.020 
<0.005 

<0.005 
<0.005 

<0.005 
0.028 

<0.005 

<0.005 

<0.005 
<0.005 
<0.005 
<0.005 

<0.005 
<0.005 
<0.005 
0.024 

<0.005 

<0.005 
<0.005 
<0.005 

<0.005 
<0.005 
<0.005 
<0.005 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1084 400-405 0.007 

Q2 R98-1084 405-410 0.007 

Q2 R98-1084 410-415 <0.005 

02 R98-1084 415-420 0.006 

02 R98-1084 420-425 0.037

02 R98-1084 425-430 0.024 

02 R98-1084 430-435 0.011 

02 R98-1084 435-440 0.014 

02 R98-1084 440-445 0.015 

Q2 R98-1084 445-450 0.006

02 R98-1084 450-455 0.009 

02 R98-1084 455-460 0.016 

02 R98-1084 460-465 0.027 

Q2 R98-1084 465-470 0.031

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

Tel: (604) 985-0681, Fax: (604) 985-1071
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SAMPLE ELEMENT AuGrav 
NUMBER UNITS OPT 

02 R98-1084 400-405 0.007 
02 R98-1084 405-410 0.007 
02 R98-1084 410-415 <0.005 

02 R98-1084 415-420 0.006 
02 R98-1084 420-425 0.037 

Q2 R98-1084 425-430 0.024 
02 R98-1084 430-435 0.011 
02 R98-1084 435-440 0.014 
02 R98-1084 440-445 0.015 
02 R98-1084 445-450 0.006 

02 R98-1084 450-455 0.009 
02 R98-1084 455-460 0.016 
02 R98-1084 460-465 0.027 
02 R98-1084 465-470 0.031 

SAMPLE ELEMENT 
NUMBER UNITS 

Bondar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 

AuGrav 
OPT 
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STANDARD ELEMENT AuGrav STANDARD ELEMENT AuGrav

NAME UNITS OPT NAME UNITS OPT

BCC Au Std.12 0.401

Number of Analyses 1

Mean Value 0.4009

Standard Deviation -
Accepted Value 0.402

ANALYTICAL BLANK <0.005

Number of Analyses 1

Mean Value 0.0025

Standard Deviation -
Accepted Value <0.001

BCC GOLD STD 90-1 0.180

Number of Analyses 1

Mean Value 0.1804

Standard Deviation -
Accepted Value 0.184

BCC Au Std.10 0.013

Number of Analyses 1

Mean Value 0.0129

Standard Deviation -
Accepted Value 0.012

BCC Au Std.8 0.035

Number of Analyses 1

Mean Value 0.0352

Standard Deviation 

Accepted Value 0.031

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
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CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1 

ELEMENT AuGrav 
UN ITS OPT 

Std.12 
Number of Analyses 
Mean Value 
Standard Deviation 

Number of Analyses 
Mean Value 
Standard Deviation 

BCC GOLD STD 90-1 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC Au Std.10 
Number of Analyses 
Mean Value 
Standard Deviation 

BCC Au Std.8 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

0.401 

0.4009 

0.402 

<0.005 

1 

0.0025 

<0.001 

0.180 

0.1804 

0.184 

0.013 
1 

0.0129 

0.012 

0.035 

0.0352 

0.031 

STANDARD 
NAME 

Bondar-Clegg & Company Ltd. 

ELEMENT 
UNITS 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

R98-1084 25-30 0.007

Duplicate 0.014

R98-1084 85-90 <0.005

Duplicate <0.005

R98-1084 130-135 0.102

Prep Duplicate 0.091

R98-1084 140-145 0.055

Duplicate 0.055

R98-1084 195-200 0.010

Duplicate 0.006

R98-1084 250-255 <0.005

Duplicate <0.005

R98-1084 310-315 <0.005

Duplicate <0.005

R98-1084 345-350 <0.005

Prep Duplicate <0.005

R98-1084 365-370 <0.005

Duplicate <0.005

R98-1084 420-425 0.037

Duplicate 0.038

R98-1084 445-450 0.006

Prep Duplicate 0.012

Bondar-Clegg & Company Ltd.

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071

ITS 

SAMPLE 
NUMBER 

R98-1084 25-30 
Duplicate 

R98-1084 85-90 
Duplicate 

R98-1084 130-135 

Prep Duplicate 

R98-1084 140-145 
Duplicate 

R98-1084 195-200 
Duplicate 

R98-1084 250-255 
Duplicate 

Duplicate 

R98-1084 345-350 

R98-1084 365-370 
Duplicate 

R98-1084 420-425 
Duplicate 

Prep Duplicate 

lntertek Testing Services 
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ELEMENT AuGrav 
UNITS OPT 

0.007 
0.014 

<0.005 
<0.005 

0.102 
0.091 

0.055 
0.055 

0.010 
0.006 

<0.005 
<0.005 

<0.005 
<0.005 

<0.005 
<0.005 

<0.005 
<0.005 

0.037 
0.038 

0.006 
0.012 

Bandar-Clegg & Company Ltd. 

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada 

Tel: (604) 985-0681, Fax: (604) 985-1071 

Geochemical 
Lab 
Report 



-NOV-i99o lo! 11 Pel >116

Intertek Testing Services
Bondar Clegg

Vancouver, B.C. Canada

"URGENT & CONFIDENTIAL

TO: 8R0HM MINING CORPORATION

Attention :

Reference :

submitter : D. ALEXANDER

Our Fax No: (604) 985-1071 

. Tour fax NO: 1-605-578-1709 

Number of Pages : 3 including this page.
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Report : V98-25294.0 Status : COMPLETE Total number of samples: 94

Element Method TOtl Element Method Totl Element Method TOtl

AuGrav FIRE ASSAY 94

twmmi
sample Preparations Totl 1 sample Type TOtl 1 size Fraction Totl 1 Remarks

CRUSH/SPLIT & POLV. 94 1 OTHER DRILL TYPES 94 1 -150 94 1

OVERHBIGflT/KG 113 1 1

Notes:

if you do not receive the entire transmission in legible form, please call us at (604) 985-0681.

Intertek Testing Services 
Bondar Clegg 

====--==-===----==;==================~=--:======~~========================;..;==============-
Vancouver, B.C. Canada 

"UltCENT, CONFIDENTIAL" ---------------·------·--
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. Your Fax No: 1-605-578-1709 Att.ention 
bference 
Submitter 

Nwnber of Pages : 3 including this page. 
D. ALUANDElt __ ...,. ______ .... __________________ .... ______________________________________ _ 

lteport: V98-25294o0 

Eleraent Method 

AuGrav P'IU: ASSAY 

Status COMFLETE 

Totl Element Method 

94 

Total n\llllber of smples: 94 

Totl Uement Method TOtl 

1-----------------------------------------------------------------------------------------------------------------········-----1 

l•-•-----•------•------•-------•-------•------•------•-------•-------•-•I sample freparations TOtl sample Type Totl Size Fraction Totl ltelllarlts 

I -------------------------- ---------------------------------------------1 
1 OUSI/SPLIT & PULV. 94 0TllR DRILL TYPES 94 -150 94 
I OVEMEICJIT/KG 113 

' I 

1------------------------------------------------------------------------------------------------------------------------------1 
I Notes: I 

' ' I --·------·------·------·-------·------·------·------·------·-------·--If you clo not receive the entire tranBffiission in legible form, please call us at (6041 985-0681. 
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CLIENT: BROHM MININS CORPORATION
REPORT: V98-25294.0 ( COMPLETE ) OATE RECEIVED: 25-NW-98

PROJECT: NONE SIVEN1
DATE PRINTED: 26-1

SAMPLE ELEMENT AuSrav SAMPLE ELEMENT AuSrav
NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1084 0-S 0.016 Q2 R98-1084 200-205 0.026
Q2 R98-1Q84 5-10 <0.005 Q2 R98-1084 205-210 <0.005
02 R98-1084 10-15 0.011 Q2 R98-1084 210-215 <0.005
02 R98-1084 15-20 0.007 Q2 R98-1084 215-220 <0.005
02 R98-1084 20-25 <0.005 Q2 R98-1084 220-225 <0.005

Q2 R98-1Q84 25-30 0.007 Q2 R98-1084 225-230 <0.005
02 R98-1Q84 30-35 0.010 Q2 R98-1084 230-235 <0.005
02 R98-1084 35-40 <0.005 Q2 R98-1084 235-240 <0.005
02 R98-1084 40-45 0.011 02 R98-1084 240-245 <0.005
02 R98-1084 45-50 <0.005 02 R98-1084 245-250 <0.005

02 R98-1Q84 50-55 <0.005 Q2 R98-1084 250-255 <0.005
02 R98-1084 55-60 <0.005 02 R98-1084 255-260 <0.005
02 R98-1084 60-65 <0.005 02 R98-1084 260-265 <0.005
Q2 R98-1Q84 65-70 0.008 02 R98-1084 265-270 0.020
02 R98-1084 70-75 <0.005 Q2 R98-1084 270-275 <0.005

Q2 R98-1084 75-80 <0.005 02 R98-1084 275-280 <0.005
Q2 R98-1084 80-85 <0.005 Q2 R98-1084 280-285 <0.005
02 R98-1084 85-90 <0.005 02 R98-1084 285-290 <0.005
02 R98-1Q84 90-95 <0.005 Q2 R98-1084 290-295 0.028
02 R98-1084 95-100 0.009 02 R98-1084 295-300 <0.005

Q2 R98-1084 100-105 0.010 Q2 R98-1Q84 300-305 <0.005
02 R98-1084 105-110 <0.005 02 R98-1084 305-310 <0.005
02 R98-1Q84 110-115 0.007 Q2 R98-1084 310-315 <0.005
02 R98-1084 115-120 0.008 02 R98-1084 315-320 <0.005
Q2 R98-1084 120-125 <0.005 Q2 R98-1084 320-325 <0.005

Q2 R98-1084 125-130 0.023 Q2 R98-1Q84 325-330 <0.005
02 R98-1084 130-135 0.102 02 R98-1084 330-335 <0.005
Q2 R98-1084 135-140 0.037 02 R98-1084 335-340 <0.005
Q2 R98-1084 140-145 0.055 02 R98-1084 340-345 0.024
Q2 R96-1064 145-150 0.028 Q2 R98-1084 345-350 <0.005

Q2 R98-1084 150-155 0.013 02 R98-1084 350-355 <0.005
Q2 R98-1084 155-160 <0.005 02 R98-1084 355-360 <0.005
02 R98-1Q84 160-165 0.007 02 R98-1084 360-365 <0.005
02 R98-1084 165-170 <0.005 02 R98-1084 365-370 <0.005
02 R98-1084 170-175 <0.005 Q2 R98-1084 370-375 0.012

02 R98-1084 175-180 <0.005 02 R98-1084 375-380 0.009
02 R98-1084 180-185 0.007 Q2 R98-1084 380-385 <0.005
02 R98-1084 185-190 <0.005 Q2 R98-1084 385-390 <0.005
02 R98-1084 190-195 <0.005 02 R98-1084 390-395 <0.005
Q2 R98-1084 195-200 0.010 Q2 R98-1084 395-400 <0.005
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CLIENT: BltOBM MINING COlPORATION PlOJ!CT: NONE GIVENl 
JU.~T: V98-25294.0 ( COXPLETE J DATE RECEIVED: 25-NOV-98 DATE PUNTED: 26-NOV-98 

SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav 
NUUER ONITS on NUMBER Ol'lI'l'S on 

Q2 198-1084 0-5 0.016 Q2 198-1084 200-20S 0.026 
Q2 &98-1084 5-10 <0,005 Q2 R98-1084 205-210 <0,005 
Q2 198-1084 10-1S 0.011 Q2 198-1084 210-21S <0.005 
Q2 R98-1084 15-20 0.007 Q2 &98-1084 215-220 <0.005 
Q2 R98•1084 20-25 <0.005 Q2 R98•1084 220-225 <0,005 

Q2 &98-1084 25-30 0.007 Q2 R98•1084 225-230 <0.005 
Q2 &98-1084 30-35 0.010 Q2 R98-1084 230-235 <0.005 
Q2 198-1084 3S-40 <0.00S Q2 198-1084 23S-240 <0.00S 
Q2 R98-1084 40-45 0.011 Q2 R98•1084 240-245 <0.005 
Q2 R98-1084 45-50 <0.005 Q2 R98•1084 245-250 <0.005 

Q2 R98-1084 ·50-55 <0.005 Q2 R98•1084 250•255 <0.005 
Q2 198-1084 SS-60 <0.00S Q2 198-1084 2SS-260 <0.005 
Q2 198-1084 60-6S <0.00S Q2 198-1084 260-26S <0.00S 
Q2 R98-l084 65•70 0.008 Q2 R98-1084 265-270 0.020 
Q2 198-1084 70-75 <0.00S Q2 198-1084 270-27S <0.005 

Q2 R98-1084 75•80 <0,005 Q2 R98-1084 275-280 <0,005 
Q2 198-1084 80-8S <0.00S Q2 198-1084 280-28S <0.00S 
Q2 198-1084 8S-90 <0.005 Q2 198-1084 28S-290 <0.00S 
Q2 R98-1084 90-95 <0.005 Q2 R98-1084 290-295 0,028 
Q2 198-1084 9S-100 0.009 Q2 198-1084 29S-300 <0.005 

Q2 R98-1084 100-105 0.010 Q2 R98-1084 300-305 <0.005 
Q2 198-1084 lOS-110 <0.005 Q2 198-1084 305-310 <0.00S 
Q2 R98-1084 110-115 0.001 Q2 R98-1084 310-315 <0.005 
Q2 R98-1084 115-120 0.008 Q2 R98-1084 315-320 <0.005 
Q2 198-1084 120-125 <0.00S Q2 198-1084 320-32S <0.00S 

Q2 R98-1084 125-130 0.023 Q2 &98-1084 325-330 <0.005 
Q2 198-1084 130-135 0.102 Q2 198-1084 330-33S <0.00S 
Q2 R98•1084 135-140 0.037 Q2 R98-1084 335-340 <0.005 
Q2 198-1084 140-145 o.oss Q2 198-1084 -340-34S 0.024 
Q2 198-1084 145-150 0.028 Q2 198-1084 34S-3S0 <0.00S 

Q2 198-1084 1S0-15S 0.013 Q2 198-1084 3S0-3S5 <0.00S 
Q2 198-1084 1S5-160 <0.005 Q2 198-1084 355-360 <0.00S 
Q2 R98-1084 160-165 0.007 Q2 R98-1084 360-365 <0.005 
Q2 198-1084 16S-170 <0.005 Q2 198-1084 36S-370 <0.005 
Q2 198-1084 170-175 <0.005 Q2 198-1084 370-375 0.012 

Q2 198-1084 175-180 <0.005 Q2 198-1084 375-380 0.009 
Q2 R98-1084 180-185 0.007 Q2 R98-1084 380-385 <0.005 
Q2 R98-1084 185-190 <0.005 Q2 R98-1084 385-390 <0.005 
Q2 198-1084 190-19S <0.005 Q2 198-1084 390-395 <0.005 
Q2 R98•1084 195-200 0.010 Q2 R98•1084 395-400 <0.005 

PAGE 1 OF 2 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav
DUMBER UNITS OPT NUMBER UNITS OPT

22 R98-1084 400-405 0.007
22 R98-1084 405-410 0.007
22 R98-1084 410-415 <0.005
22 R98-1084 415-420 0.006
22 R98-1Q84 420-425 0.037

22 R98-1084 425-490 0.024

22 R98-1084 430-435 0.011
22 R98-1084 435-440 0.014
22 R98-1Q84 440-445 0.015

22 R98-1084 445-450 0.006

22 R98-1084 450-455 0.009
22 R98-1084 455-460 0.016
22 R98-1084 460-465 0.027
22 R98-1084 465-470 0.031

2 OF 2
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:LIENT: BROBM MININ:; CORPORATION 
U:POlT: V98-25294.0 (COMPLETE) 

JAMPLE ELEMENT AuGrav 
qi;JQEl UNITS OPT 

22 198-1084 400-40S 0.007 
l2 l98-1084 405-410 0.007 
22 198-1084 410-41S <0.00S 
22 198-1084 415-420 0.006 
22 198-1084 420-425 0.037 

22 l98•1084 425-430 0.024 
22 198-1084 430-435 0.011 
22 198-1084 43S-440 0.014 
22 l98-1084 440-445 0.015 
22 198-1084 445-450 0.006 

22 198-1084 450-455 0.009 
22 198-1084 4S5-460 0.016 
22 198-1084 460-46S 0.027 
22 l98·1084 465-470 0.031 

DlTE UCEIV&D: 25-NOV-98 

SAMPLE 

·NUMBilll 

PROJECT: NONE GIVENl 
DAT& HINTED: 26•NOV•98 PAGE 2 OF 2 

ELEMENT AuGrav 
UNITS OPT 


